
SPHENIX EMCAL 
Update

Vera Loggins 
University of Illinois Urbana-Champaign 

August 3, 2015

1



EMCAL Results
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bathtub mold

previous bottom of mold current bottom of mold

Final density value:!
9.15 g/cm^3Note: Only 1 epoxy fill was needed!



Bathtub Module Comparison
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Total Tungsten 1564.2g 1682.2g 1768g

epoxy time > 20 mins 
(left overnight)

> 20 mins 
(left overnight)

20 mins 
(with light vacuum)

total time 1 day 2 days 1day


